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TEST REPORT 
APPLICANT 

Chia Chang Co., Ltd. 

No. 38, Ta Feng St, Lu Chu Hsiang, 

Taoyuan Country, Taiwan, R.O.C. 

 

SAMPLE DESCRIPTION 

One group of submitted samples said to be : 

Item name : Bezel 

Date sample received : Aug. 29, 2003 

Date test started : Sep. 01, 2003 

******************************************************************************************************** 

 

TEST CONDUCTED 

(A) Test result summary :  

Result (ppm) 
Test Item 

Submitted samples 
Limit # (ppm) 

Chlorine (CI) content / 氯含量 ND ND 

 

Remarks : ppm = Parts per million 

 ND = Not detected 

 # = General industry threshold concentration (for reference) 

********************************************************************************************************
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TEST CONDUCTED 

 
(B) Test method :  

Testing Item Testing method Reporting 
limit (ppm) 

Chlorine (CI) content / 氯含量 
With reference to prEN14582 method B, CI 
content was determined by Ion 
Chromatography 

50 ppm 

******************************************************************************************************** 

－ END － 


